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ABSTRACT

The progress made during the fourth quarter of work

on the Manufacturing and Technology Program for

M iniature High Voltage Multiplier Modules is described

• in this report.

During this per iod the design of the curved and rect-

angular capac i to r  banks was f ina l ized , the coating

techniques developed , and the choice of the lead materia l
1 

and attachment technique made.

Rectangular  and curved mul t ip l iers were fabricated

for the First  Engineering Sam ple.
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PURPOSE

This Contract covers component desi gns , mounting and inter - L
connec ti on techn iq ues , tooling and test met hods and other

manufactur ing methods and techn iques requi red for product ion

of rectangular and curved miniature hi gh voltage multiplier

mo dules. These units are to be used in low cost power

supplies for second generation image intensifier tubes.

The full scope and details of the specification are given

in SCS -495 , Append ix  A to the F i rs t  Quar ter ly  Report .

Major m ilestones in this program consist of delivery of

the fo l l ow ing  items:

(1) First  and second engineer ing samples and test  da ta .

(2) Produc tion line layout and schedule.

(3) Confirmatory samples and test data.

(4) Production line set-up.

(5) Pilot production run.

(6) Production rate demonstration.

(7) Preparation and publication of a final report.

The general approach is to design and set-up a cost-effective

production capability , utilizing already established device

tec hnologies and materials , and to demonstrate the production

line capability to fabricate at the rate of 125 acceptable

units per 40 hour week .

iv
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1 GLOSSARY OF SPECIAL TERMS

C a p a c i t o r  bank : - Ceramic wafer  w i th  m e t a l l i z a t i o n s  wh ic h

p e r fo rm the  f u n c ti on of a num ber o f

- •  capac i to rs  connected in para l le l  (pa ra l le l

r bank) or in ser ies  (se r i es  c a p a c i t o r  b a n k ) .

- •  Cure:  — To change the physica l  proper t ies  of a

mater ia l  by chemical  react ion or by the

ac t ion  of heat and c a t a ly s t .

F Flash test: - Test consisting of instantaneous application

of voltage at its spec ified value to the

par t .

Hybr id:  - Technology combin in g t h i ck - f i lms  (capac i to r

banks)  w i t h  d isc re te  dev ices  ( re c t i f i e r s) .
~ 1.

M ulti pl ier - Dev i ce cons i s ti n g of ca p ac it or b a n k s  an d
-~~ modu les:

I rec t i f i e rs  connected and packa ged to per form

vo l tage  mu l t i p l i ca t i on  and r e c t i f i c a t i o n .

• Pad: - The metallized area on the cermaic bank

I act ing as a p la te  of a capac i to r  and

used to make an e l ec t r i ca l  connect ion to i t .

Rect i f ie r :  - Semiconductor device wit h one or more p-n

• I junctions connected in series. 

~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~ 
1-



Rec tifier - — A subst ra te  w i th  rec t i f i e rs  p laced
substrate
assembly: and secured within it.

Su b stra te: — Par t of a mul tip l i er m o d u l e  cons i s ti ng

of a pi ece of i n s u l a ti n g ma ter i al  L

mach ined to accommodate the rectifiers

and support the capacitor banks.

L.
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L LIST OF SYMBOLS AND A B B R E V I A T I O N S

Ic - charging current (BA)

C,~ — measured capacitance (pF)

D.F. — dissipation factor (%)

f - frequency ( K H z )

Cj - input capacitance (pF)

IL - load current (nA)

yr - ripp le volta ge (V)

• V B - breakdown voltage (V)

L Vi - input voltage (Vp—p)

V 0 — output voltage (V d.c.)

n - efficiency (%)

I:

I
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1. INTRODUCTION

This  Fourth quar te r ly  Report descr ibes  b r ie f l y  the progress

- -  
in the Manufac tur ing  Methods and Techniques for Min ia ture

High Vo l tage  Hybrid Mul t ip l ie r  Modules Program , made during

the per iod from 1 Apr i l  to 30 June 1977.

• In the F i rs t  Quarter ly Report the design and the manu-

facturing process for rectangular and curved multiplier

modules were described. Prototype rectifier-substrate

assemblies were fabricated and then redesigned to simplif y

the assembly operat ion.  The spec i f i ca t i on  cover ing the

requirements for the mul t ip l ier modules forms Appendix  A

of the Report .

In the Second Quar ter l y  Report resu l ts  of the e l ec t r i ca l

eva lua t i on  of the f i r s t  sample batch of rectangular  capac-

itor banks TSK 25-250 and TSK 25-251 were given , the choice

of the rectifier was made and electrical test results were

presented on non-modular mu l t ip l ie rs  fab r i ca ted  w i th  TSK

25-250 and TSK 25-251 capac i to r  banks and s tandard HV2OP U

four - junc t ion  rec t i f i e r s , to eva lua te  these com ponents .

- 
In the Third Quarter ly  Report resu l ts  of e l e c t r i c a l  t es ts

on rec tangu lar  mu l t ip l ie r  modules were p resented .  For an

I input vo l tage  of 1KV , e f f i c i e n c i e s  above 96% under no-

load cond i t i ons  and above 95% w i th  500iiA load currents were

I
I 

1
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Hachieved for all multipliers assembled with TSK 25-250

and TSK 25-251 and three-chip rectifiers . Acceptable

ripple voltages , inpu t capacitances and charging current s

were also measured on these multipliers. Results of the

mechan ical and electrical evaluation of TSK 25-249 curved

ca pac it or ban ks were a l s o  p resen ted in  the T hi rd Quar terl y

Report.

fl

2

___________________________________



F: ~~~~~~~~~~

—

~~

---- 
— -

I

I

2. DESIGN AND CHARACTERIZATION OF THE MULT iPLIERS

I 
2.1 Des ign B Multipliers

Design B multipliers were fabricated using TSK 25-

1 
254 and TSK 25-255 capacitor banks , glass-ceramic

subs trate assemblies and three-chip rectif iers in

I an attempt to optimize the multiplier structure.

I 

The lot of these multipliers made in March 1977

exhibited low output voltages and high input

I 
cur ren ts and r ipple vo l tages.

I 

The forward vol tage drop of the diode chain was for

these dev ices 16.5V and 21V @ lOmA , whi le for all

( other good devices it was , unifo rml y, 25 .5V , or,

2. 125V per diode. This ind icates that in the f i rs t

case 4 diodes were shorted and in the second 2

d iodes.  A v isua l  examinat ion of disassembled units

I under a microscope re vealed that conduct ive epoxy

contac ts were smeared and epoxy bridges formed between

• some of them. The pads in TS K 25 -254 and TS K 2 5-255

capac i to rs  are 0 .0 40” apart which makes a l ignment more

cr i t ica l  than in the case of TSK 25-250 and TSK 25-251

where the pads are 0.050” apart .

To f a c i l i t a t e  the assembly operat ion vacuum tweezers

were purchased from H. Mann Inc. , H u n t i ngdon  V a l l e y ,

PA. The d isassembled mu l t ipl ier subst ra tes  were then

3

L~~. - 
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l apped  a ga i n  l i g h t l y, washed , dr ied and assembled

wi th  new capac i to rs .  One Design-B dev ice could be

tested only, as the substrate of the other was damaged

dur ing the operation. The device showed 96% efficiency

w ith 5800V output voltage for 1000V input voltage ,

w ith 99% regulation and lOVp -p ripp le voltage. Th is

ser i es of tes ts , and results obta ined previousl y,

have shown that only little improvement is gained in

breakdown vol tage by using the capacitor banks with

modified pad geometry compared with the original

TSK 25-250 , TSK 25-251 designs. The mo dified

capa c i tor geome try i s more compl i cated and more

difficult to assemble with the substrates. It was

dec i ded to concen tra te, i n fu ture work , on the

original TSK 25-250 and TSK 25-251 capacitor bank

pair. Two hundred pieces each of these capacitor

banks were ordered from Er ie Technological Products ,

Inc., Erie , PA.,  for the product ion of the First

Eng ineering sample.

2.2 Impre gnation and Coating of Multipliers

All the mult ipliers fabricated and tested in this

program were not coated or encapsula ted in any

way . In order to avo id  corona d ischarge , high

vo l tage test ing was done in an i n s u l a t i ng l i qu i d -

Fluorinert FC43 . F in ished parts w ill have to be

4
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add itionally protected with some kind of dielectric

com pound in order to meet the requirements of

I. specification SCS-495 (see First Quarterly Report ,

Appendix A), specifically those relating to humidit y

-~ seal ing (3.2.4.3.4), mechan ical shock and vibration

1. res istance (3 2.4.3.5 and 3.2.4.3.6), and overvol tage

(3.3.4). The encapsulation materials and processes

have to be compatible with other processes used to

fabricate the multipliers. The size constraints of

- • 

the multipliers presents problems in tooling and

equipment design for the f inal encapsula t ion.

The mec han i cal  proper ti es , positi n” and attachment

technique of the leads would make it d i f f i cu l t  to

use transfer molding for final encapsulation , wh i ch

would also be prohibitively expensive for small

product ion quant i t ies .  High process temperature and

pre s su re  c o u l d  adve r se l y a ffec t the mul ti pl i ers .

Pott ing is rather expens i ve , both in terms of direct

1. labour an d in tooling -up and fabrication costs , for

the cas ings  wh ich  would have to be custom made. The

case would  a lso  add to the outs ide d imensions of the

I package .  Epoxy f l u id ized  bed powder coat ing prov ides

an economical  wa y to apply uniform insu la t ion  and

I protective coatings 10 to 15 mu th ick .  It requires ,

1
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however , preheating of the part to 150-200 °C and a

c ure in the same tem perature range.

Al l  these techniq ues woul d  require prior impregna-

t ion of the mul t ip l ier  assem bly to fill the gaps

between the capac i tor  banks and the rect i f ier -

substrate assembl y .  These gaps are a few thousandths

of an inch wide and caused by the conduct ive epoxy ,

which is appl ied in paste form to connec t the

capac i to r  pads w i th  the rec t i f ie r  leads , and then

cure d . To make good contac ts  there must be a cer ta in

m inimum amount of epoxy applied , and after the assembly

s te p of the capac it ors an d the substra te the resul ti ng

structure cannot be pressed until the epoxy cures -

les t the epoxy squeezes out and shortens the capacitor

pads. Leav ing the gaps unfilled with an insulating

compound would resul t with volta ge tracking in the multi-

pl ier and would also leave the structure very fragile.

It would be very advantageous if the impregnating corn-

pound could at the same time provide a conformal coat-

In g for the multiplier. Several compounds were evaluated

for impregnation and coating of the multipliers. One

of these ma terials was Mitchell Rand ’s R-4029 low

v iscosity potting compound . The compound contains

m ineral filler. It has a relativel y high melting point

_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _  _ _ _

6
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and requires heating up to 163-204°C before pouring or

dipping the part into it. While its softening point

is between 110 and 116° C , even at room temperature the

mater ial is rather soft. Another of its drawbacks

• is the difficulty of obtaining thin uniform coatin g.

We found this material unsuitable for our purpose.

Fur ther tests were done with a low viscosity , one

componen t impregnating compound EO-0O15 of Hysol

(Canada) Ltd. , Don M i l ls , Ont. Th is material is

used at room temperature , with the parts di pped and

de-aerated under vacuum , then cured over-night for

17 hrs ., at 90°C. The compound has a very good pene-

trat ion capability . Filling in the gaps between the

substra te and both capacitor banks , It adds 0.008-0.010”

per side to the thickness of the multip l iers , but

thinner covera ge could be obtained. After curing,

- 
~~

. 

the parts were d ipped for a second coating in the Dow

Corning R—4— 3117 conformal silicone resin coating,

this -however d id not adhere well to the previous coat-

ing. Used alone to coat the parts , R-4-3117 does no t

penetra te the gaps completely when undiluted , and

I would be difficult to dry in the gaps if used diluted

with xylene. Another mater ial briefly considered

but rejected because of its soft wax-like consistency,

was Wa terford Specialties ’ PC 2704 moIsture resistant

1 
~~~~~~~~~-- •~~~ -- - - --~~~~~~~~—. --•- ~~~~~——-~~~~~~~~
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epoxy potting compound.

The Hysol EO-O015 whi ch we decided to adopt is trans-

parent and would be difficult to stamp or mark. We

used red coat ing enamel to provide a non-transparent I 
-

covera ge on the multipliers.

2.3 Rectifier -Substrate Assemblies

Exper iments were conducted in order to establish

the opt imum cur i ng cycle of the epoxy use d to po t

the rectifiers in the substrate holes. The experience

of silicon rectifier production shows that for high

qual ity stable juncti ons the epoxy cure time and

temperature are quite critical . We have tried curing

the substrate assemblies at 180, 200, 225 and 240°C.

Cur ing at 240°C resulted in carbonization of the glass -

epoxy board , wh ile curing 225°C for 16 hours did

occas ionally affect the substrate adversely. The

cur ing cycle adopted for the process is:

First cure of 16 hrs., at 140°C , fo l lowed by

Second cure of 6 hrs., at 200°C

The test batches of multipliers were fabricated using

24 AW G d ia silver plated copper wires soldered to the

common plates of the capacitor banks with Pb 60%, Sn

38%, A g 2% solder. The input and output terminals

were made of the same type of wire bonded in specially

• 8
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I
I . *milled grooves to the glass -epoxy substrate using

I 
conduct ive epoxy paste. These terminals were qu ite

sturdy , passing 10 lb pull force t e s t s .  They added ,

1 however , 25 to 40 m i ls to the mult i p l ier ’s thickness ,

I 

which is unacceptable. In order to reduce the thick-

ness of the multipliers a batch was assembled with

I 
0.002” X 0.010” s i lver r i bbon leads b onde d w it h

conduct ive epoxy to the capacitor pads. During lead-

I pull tests the joints broke at 0.25 l bs . ,  and the

I 
leads themselves broke at a pulling force of 0.5 lbs.

Silver ribbon leads .005” X 0.050” were t hen teste d

I as A.C. and ground leads for rectangular multipliers.

Conduc tive epoxy was used to bond them to the capacitor

I pads , but the bonds were again quite fragile: in a

batch of 6 multipliers fabricated using this technique,

2 l os t one lead each , af ter a ser i es of tes ts.  T h e

ribbon leads themselves easily pass the pull-test , but

the epoxy bond between the silver ribbons and the

ca pacitor pads does not withstand the peeling-off forces

during extensive handling at testing. There was no

p roblem w ith leads b reak i ng off when they were soldered

and th is at tachment  method w i l l  be used in future. In

this method , leads were pretinned us i ng Pb 60% , Sn 38%,

A g 2% solder and then soldered to the capaci tors which

were put on a hot plate and slowly heated on it to

9 
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above the solidus tem perature of the solder (350°F).

Th is technique was used in order to avoid cracking

of the capac itors , wh ich occurred because of temper-

ature gradients , i f onl y soldering i rons were used.

Kester Solder Co. , Ch i cago , Ill. , #1544 flux was used

in the process. After attaching the leads (1.5”

long) , the capacitors were washed first in iso-propyl

alco hol , then i n t r ichloroeth y lene , electron i c g rades ,

and dr i ed i n a i r at 120 °C for 15 m inutes.

Tests were made to check the multiplier ’s res is tance

to solder hea t - the leads were immersed to 1/8” from

the mult ip li er ’s bod y without heat-sinking for more

than 10 secs at 500°F - exceeding the requirements of

sect ion 3.2.2.1 of SCS-495.

2.4 Multiplier Component Parts and Production Jigs

2.4.1 Rec tifiers 
-

We have standardized with RD 0058, a three-

junction silicon rectifier fabricated in -

house espec ially for this program. It is

a vers i on of our s tandard HV ser i es dev i ces

mod ified to reduce the body length. The

devices are protected by a surface passivat-

ing la yer , but were not coa ted with epoxy .

In th i s form some lots were store d i n normal

room cond i t ions for up to 4 months af ter

10
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I

I manufactur i ng w i thou t de ter i ora ti on of

I characteristics. Before assemblying and

pot t ing them in the subst ra tes they were

I 
baked for 15 m i nutes a t 120 ° C and had their

reverse leakages  retested .

Testing of the rectifiers was done to the

~ I 
following limits:

Forward Vol tage Drop @ IF = lOmA m m .  1.8V

I 
max. 2 .2V

1• Peak Inverse V ol tage @ IR = 1~A m m .  3000V
- 

I Reverse Curren t @ V R  = 1KV m a x .  lOnA I 
-

All testing is done at 25°C; dur i ng the

I Ply test the devices are immersed in Fluorinert

i I FC-43 , fluorochem ical liquid of 3M Co., St . Paul

M inn. The reverse current test is done with

- I the devices shielded from light to eliminate

the photoelectric current effects. The out-

I line of the device is given on Fig. 1.

I During the Quarter reported on , 5 lots of

I RD 0058 dev i ces were manu fac tured to tal li ng

1385 dev ices and another lot of 400 pcs., was

I 
started.

2.4.2 Substrates

I One hundred pieces each of rectangular

I

I 11
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ISK 312-100 and curved TSK 313-102 substrates

were manufac tured i n our machine shop. We

are soliciting quotations from outside

suppl iers  for lar ger quant i t i es of th ese

subs t ra tes .

2. 4.3 Capaci tors

The TSK 25-2 49 curved capacitor bank forms

an annular  segm ent w it h a 740 arc ang le .

In a multiplier assembly they had to be

positioned rotated by a 6° an g le one aga i ns t

the other. This complicated the alignment

dur i ng assembl y and crea ted th i c kness ste p s

at the ends of the mu ltipliers. To eliminate

this a new capacitor was designed with a

changed pad pattern and the arc angle in-

creased from 74° to 80°. The drawing of the

new-des ign capacitor is TSK 25-260 given in

Fig. 2. Samples were ordered from the manu-

facturer , but to save t ime it was dec ided to

use the mask of the p revious  design TSK 25-249

and screen the capac i to r  pads on the new body

s ince the geome try of the pads remains the

same .

12

~

-

~

-

~

-

~

-- ~~~~~~~~~~~~~~~~~~~~~~~~~ ~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~ - _ _ _ _ _ _ _ _ _ _



- •  

T~~T - T ~~

I
I
I Sixty-two curved capacitor banks TSK 25-260

were received on 2 June 1977.

Electrically they were not much different

r from the sample lot of ISK 25-240, show ing

L an avera ge capacitance of a double pad of

1 100.8 pF at no bias~ whic h is 33 and 61%

hi gher than the corresponding capac itance in

I TSK 25-250 and TSK 25-251 banks respectively.

~ This was caused by the fact that the diame ters

of the pads of the curved capacitors were

j . from 0.052 to 0.056” , which exceeds both the

values specified on the drawings (0.040”) and

those of the rectan gular capacitors (from 0.043

1. to 0.048”). The test results are summarized in

Table 1.

It was also noticed that the curved capacitors
- 

were not screened well. The pattern was off-

I set ant Iclockw ise in relation to the short radial

r edges of the bank. The dimension J ~Fi g. 3 and

Table 2), was 0.040”instead of O.O99~ and the

j dimension K was O.090”instead of O.139~

The problem with the curved capacitors was dis-

j cussed wit h their manufacturer . They w i ll make

I 

new screens and fabricate another lot of 100-150

parts. Delivery is expected by the end of August.

I
I 

- 
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Sixty -four pairs of TSK 25-250 and TSK 25-251

rec tan gu la r  ca pac it or b anks  were rece i ve d on

20 May 1977. They were tested mechanically

and electrically and found acceptable for

mul tiplier assembly. Results of electrical

tes ts o f the ca p ac it or s a m p l e s  are gi ven i n

Tab les  3 and 4 .

T he avera ge ca pac it ance per do u b l e  pa d of

TSK 25-250 capacitors was 75.7 pF without 
* -

b i as , w i t h  an average di ss i pa ti on fac tor of

0. 40% and the average capac i tance  at 6KV

was c a l c u l a ted from th i s resu l t as 53 .0  p F .

For the double pads of TSK 25-251 , the

correspond ing figures are:

Cx (0) = 62.4 pF D.F. = 0 .50%
Cx (6KV) = 43.7 pF

and for the single pads:

Cx (0) = 23.5 pF D.F. = 0.18% H
Cx (6KV ) = 16.4 pF

None of the 4 capac i to r  b anks  s h owed a p ad *

break ing down below 6KV , but ou t of 26 pads H

tested , 3 broke down between 6 and 7.8KV and

8 between 7.8 and 9KV .

! i

1’
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2.4.4 Produc tion Jigs

A j ig  for lapping the rec t i f i e r - subs t ra te

a s s e m b l i e s  was  designed and fabricated. It

is used w i th  a Lapmaster 12 mac hi ne of Crane

Pack i n g Co. , Mor ton Grove , Ill. It a l l ows

simultaneous lapping of 9 curved or 12

rec tan gu la r  subs tra tes .  The jig is presented

on Figs.  4 and 5.

~ I 
- 

-

~ I~~
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3. FABRICATION OF RECTANGULAR AND CURVED MULTIPLIERS

Th irty each rectifier-substrate assemblies were started 1
for the First Engineering sample of rectangular and

curved mul tipliers . J
The fabr ication process consists of the following steps: I ~1. Wash ing glass-epoxy substrates in iso-propy l alcohol

under u l t r a s o n i c a git at i on , twice for 5 minutes and

drying for 15 minutes at 120° C in a i r .  —

2. Crop ping of diode leads at the nail head level -

half on the anode side and half on the cathode

side - 12 per mul t ip l ie r .  
-

3. Placement of rec t i f ie rs  in substrate ho les .

4. Pot t ing w i th  prev ious ly  de-aerated epoxy compound. -

5. Vacuum de-aera tion , 30 minutes at a vacuum over

30 inch Hg.

6.  Touch-up re-pot t ing and c lean ing  the lead groove

of epoxy .

7. Second vacuum de-aerat ion for 1 hr. - .
8. First temperature cure :

16 hrs at 140° C in a i r .

9. Second temperature cure:

6 hrs at 200°C in air. 
-

~

10. Cropping of leads and inspect ion  for un f i l led  holes , - -

st icking -out rectifiers .

16 :~ —_ _ _ -_~~~~~~~
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11. Lapping off excess epoxy from the bottom side of

• 1 T~ the assembly on dry #180 silicon carbide paper.

12. Moun ting assemblies on lapping jigs using #70C

La keside brand thermoplastic (quartz) cement of

-
~~~ H. Courtright & Co., Ch i ca go , I l l .

13. Lapping top side for 20 minutes on a Lapmaster

12 la pping machine of Crane Packing Co., Mor ton

Grove , Ill., wi th  Lapmaster #3900 compound sus-

pension in #3 vehicle oil. The substrate thickness

- _  a f ter  this step is 0.060-0.065 ” .

14. Demounting, wash ing ,  check ing thickness and mounting

• 
* top side down of subst ra te assemb l ies .

15. Lapping bottom side for 60 minutes - t h i c k n e s s

should be 0.0 45-0 .055 ” .

-. 16. Demount ing , wash ing 4 t imes in iso—propyl alcohol

and drying in air at 120°C for 30 minutes.

17. Mechan ical inspection - thickness measurements ,

check for visible voids , diodes lapped through

showing silicon wafers (evident by their rectangular

• 
- shape , ra ther than round as for the rectifier leads)

or la pp ed co rne rs  of s i l i con .

I The assem b l y of mul tip l i ers cons i s ts of the fo ll ow i n g

s teps :

1 1. Attaching to the substrate assembly of the silver-

clad co pper leads gauge #28 using conductive epoxy

-- :~~~ 
_ _ _
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I-
Epotek 410 of Epoxy Technology Inc., Wa tertown ,

M a s s .  
I

2. Curing epoxy 45 minutes at 120°C in air.

3. A ttaching silver ribbon leads to the capacitor banks I
.005” X .050” us ing Pb 60%, Sn 38%, A g 2% , so lder

followed by washing in iso-propyl alcohol and drying

at 120°C for 15 m inutes in air. I ~

- -

4. Mount ing of the substrate assembly on one of the

capac itor banks.

5. Cur ing epoxy as per step 2.

6. Mounting of the second capacitor bank as per step 4. -.
In the case of rectangular multipliers the substrate

is mounted on TSK 25-250 first , then TSK 25-251 is -

mounted on the other side of the substrate using I
Epotek 410 epoxy.

7. Curing epoxy as per step 2.

8. Testing the mult iplier for rectifier chain continuity . -

Forward vol tage drop at lOmA and 25°C shoul d be 25.5

±0.5V.

9. Impregnat ion with EO-0015 single component impregna-

ting and casting system of Hysol Division , The Dex ter

Corpora tion , Olean , N.Y . The process is done in

better than 30” Hg vacuum for 3 hours , or unt i l

bubbl ing stops. ii
10. Curing epoxy 15 hrs at 130°C followed by 2 hrs at

150°C. H

18
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11. Air-spra yjng with red enamel.

** 
12. Drying in air for 1 hr.

13. Repeat of step 11.

14. Drying in air for 3 hrs .

15. Bak ing at 150°C for 15 hrs.

16. Cleaning impregnating epoxy and paint off leads.

17. Tinning leads w i th  Pb 60% , Sn 38% , Ag 2% so lder .

18. Marking. -

p 

Out of 30 rec tan gu la r  subs tra tes 4 were r ej e c t e d ;  they

were replaced w i th  7 p ieces made previously. Total

I labour was 1025 minutes , or 43 minutes per assembly.

Of the 30 curved subst ra tes , 4 were found non-acceptab le .

The labour was cut down to 660 m i nutes or 27 m i nu tes per

assembly - thanks to more exper ience and better skills

of operators .

Th irty-three rectangular multipliers were assembled.

When tested for diode-chain FVD before impregnation:

-. (a) 23 were found good with FVD of 25.5V;

— (b) 1 was rejected with FVD of 31.5V;

t i  (c) 5 showed open circuit; ~
•

r (d) 4 showed low FVD of 21 (3 pcs.) and 17V (1 pc.)

indicating 2 or 4 d iodes shorted respectively.

I Multipliers of groups B and D were scrapped. Those of

I 

group C had the capacitor bank that was attached last

(I.e. TSK 25-251), taken off with a razor blade. They

I
1 19
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were then l a p p e d  s l ig h t l y, washe d in iso-propyl  a lcohol

dried and were re-assem bled . Of these 5 pieces , 2 were good

after this re-work , but 3 broke mechanically.

To these , 3 pcs., were added from a lo t fabricated in

May with ribbon leads attached not with solder , but I
with conductive epoxy .

Lea d s of 2 mul tip l i e r s  were b roken  wh i l e  sc ra pi n g the e pox y

off.

Twenty-six rectangular multipliers we re transferred for

First Engineering Sample Testing. The labour put into -r
ma king them was 30 hrs. , or 1.15 hr., a p iece.

Fifteen curved multipliers were assembled. They all

showed open circuit condition when tested for cont inuity .

Th i s was due to m i sal ig nment of th e screene d pa tt ern as

d iscussed in Section 2.4.3. - -

Seven curved mul tipliers were then assembled usin g the

rema ining substrate assemblies and TSK 25-249 capacitors 
- -

(wi th the angle of 74°.) Of these, one was found open-

circuited and was damaged in an attempt to disassemble it ,

and two showed open circuit condition after impregnation • -

coat ing, al though they were good before these operations.

The rema ining 4 devices were transferred to Q.C., for tes ting.
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1. 4. CONCLUSIONS

With the capacitor des ign finalized , the coating

tec h n iq ue deve lo ped , and the choice of the lead

mater ial and attachment techni que made , we were

ab le  to procee d to fa b r i ca ti ng the F i rs t  En gi neer i n g

1. Samples.

~~
. 

The rectan gu l ar mul ti pl i ers were f i n i s h ed an d

- -  will now undergo electrical testing.

-
~~ Of the curved multi pliers only 3 will be tested,

as the others were scrapped due to problems with

capac itor pad ’s geometry.

• ~

1 -

1 21
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• 5. PROGRAM FOR NEXT QUARTER -

1 . Tes t 26 rec tan gu la r  and 4 cu rved  mu l t ip l i ers

to th e F i rs t  En g i neer i n g Sample  re q u i remen ts .  
-

2. Test a small lot of rectangular multi pliers 
-

to the Second Engineering Sample requirements.

3. Order a new lot of curved capacitor banks and

• subs trates and fabricate 25 curved mu ltipliers.

4. Submit the First Engineering Sample.

5. Secure an outside suppl ier for epoxy-g lass

su bstrate and order a sample quantity .

_ _ _ _ _  

22 
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6. PUBLICATIONS AND REPORTS

No reports or publications were made on the work

associated with th is program during the current

quarter .

Ii
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7. IDENTIFICATION OF PERSONNEL

Br i ef descr i p t i o n s  of th e back g round  of techn i cal  
Ipersonnel involved were included in the preceding Quarterly

Progress-Repor ts. Background of personnel added to the

program during the fourth quarter follows:

Dur ing the fourth quarter of the program the following

persons  worked i n the i r area of res pons i b i l ity :

HRS.
I N D I V I D U A L  R E S P O N S I B I L I T Y  SPENT

Dr. M. Korw in-Pawiowski Program Manager 169

G. Gordon Sen ior Electron ic Engineer 98

0. Platt Mana ger , Q u a l i t y A s s u r a n c e  11
and Con trol , High Voltage
Products

D. Archard Sen ior Test Technician 10

V. Glenn Q.C. Inspec tor 40

C. Grills Sen ior Engineering 51
Techn i c i an

L. Macki ln Draftsman 185

D. Regan Sen ior Engineering 20
Techn i c i a n

F. Trever ton Senior Test Technician 54

24 
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L.E. MACKLIN Draftsman

PROGRAM R E S P O N S I B I L I T Y :

• Prepara tion of drawings on components and assemblies of
the voltage multiplier modules.

CURRENT ASSIGNMENT:
- _ 

Prepares pr ints on components and assemblies of the various
High Voltage multiplier and power supplies designed and
produced by the High Voltage Engineering Department.

ACADEMIC AND P R O F E S S I O N A L  BACKG ROUND

Completed 4 year Science , Technolo gy and Trades course in
Elec trical Drafting; Brighto n High School , 1971.

- 

Received Honours Diploma as an Elec trical Eng ineering
- Technician (Dean ’s Lis t); Loyalist College , 1973.

Taken and passed evening courses in Electronics and
- Draf t i n g (Loya l i st Co l l e ge, 1975 & ‘76) and Mechanical

I Drafting and Blueprint Reading (Loyalist College, 1977).

1974 - present Employed as Draftsman by Erie Technological
Products  of Canada , Ltd. • -

•

1973 - 1974 D r a f t s m a n  wi th E . S . B .  Wi i l son  Canada , Ltd.,
Tren ton , On tar i o.

I ;

::

L I

f 
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1~ELECTRICAL TEST DATA FOR TSK 25-260

CURVED CAPACITOR BANK SAMPLES I

:i
I -

UNIT PAD ~D.F.  C~ V B

_______  ________  

(pF) ( % )  (pF) (kV)

1 94.0 0.35 65.8 13.5
2 105.8 0.36 74.1 12.5 -.
3 107.2 0.40 75.0 12.6
4 101.8 0.37 71.3 14.9
5 104.2 0.38 72.9 8.5
6 103.9 0.38 72.7  9 .5

2 1 83.0 0.29 58.1 9.0
2 101.3 0.39 70.9 7 .6
3 101.1 0.39 70.8 10.9
4 101.2 0.40 70.8 10.5
5 102.3 0.40 71.6 8.7 -

~~ 

-

6 103.4 0.41 72.4 9.0

Average 100.8 0.33 70.6 10.6

TABLE 1

30 
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t MECHANICAL INSPECTION DATA FOR TSK 25-260 CAPACITOR BANKS

I UNIT 1

PAD # ‘1 2 3 4 5 6

• Dimensio ns
in inches ! .  -

• 

A .0521 .0522 .0523 .0525 .0531 .0529 I

B .0518 .0536 .0531 .052 4 .0539 .0523

• C .0912 .0925 .0900 .09 07 .0905 .1 -

D .06 47 .0656 .0647 .0661 .0658

E .0396 .03 77 .0366 .0374 .0351 .0398 -

F .0365 .03 73 .0409 .0424 .0450 .0460

G .1895 .1895 .1907 .1902 .1898 .1892
• 

- H .0235 .0221 .0228 .0210 .0236 .0240

I .0401 - .1740 -

J .0901  . 0 7 9 9

K .246 9

L&M O . K .

N .0440

p .02,14 m m . , .0804 max. - l  
—

NOTE: Radius L (.505”) and angle M (80°) checked against •

template.
~~~ See Figure 3 for dimensionin g.

TABLE 2A .1

32
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M E C H A N I C A L  INSPECTION DATA FOR TSK 25 260 CAPACITOR BANKS

II
I UNIT 2

PAD # 1 3 4 5 6

— Dimensions -

in inches

- ,,, A .0557 .0533 .0546 .0554 .0560 .0530

B .0546 .0538 .0540 .0553 .0543 .0566

C .0900 .0904 .0883 .0886 .0908

D .0629 .0669 .0609 .0645 .0624

E .0482 .0445 .0386 .0367 .0321 .0301

F .0232 .0257 .0305 .0357 .0392 .0415

G .1898 .1925 .1897 .1908 .1938 .1902

-• H .0253 .0237 .0257 .0250 .0287 .0280

I .0 404 .1684
-- 

J .0896 .0734

K .2452

L&M O.K.

N .0440

.0163 m m . , .0794 max.

— 
NOTE: Radius L (.505”) and angle M (80°) checked aga inst

tem p l a t e .
-- • See Figure 3 for dimensioning.

I TABLE 2B

I
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II
I

CHARACTERISTICS OF TYPE TSK 25-250 CAPACITOR I
II

Bottom Pad Grounded

I
I

Cx FLASH _

UNIT PAD @ no bias D.F.  @ 6 kV V B TEST 
—

_____  _____  

(pF ) ( % )  (pF) ( k V )  
@ 9kV 

:
A 86. 7 0.48 60.7 9.0 FAIL —
B 88.6 0.48 62.0 9.0 FAIL -

C 56.1 0.36 39.3 14.4 O.K.
D 52.1 0.26 36.5 10.0 O.K.
E 88.6 0.62 62.0 7.0 N/A
F 87.8 0.62 61.5 8.8 N/A

A 82.7 0.38 57.9 7.4 N/A
— B 85.6 0.34 59.9 8.6 N/A

C 56.8 0.20 39.8 9.0 N/A
D 50.3 0.23 35.2  9.0 FAIL
E 86.0 0.40 60.2 9.0 FAIL
F 86.5 0.41 60.6 8.8 N/A 

1

-

_ _ _ _  

I I
TABLE 3 1
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CIIARACTERISTICS OF TYPE TSK 25-251 CAPACITOR

• A B Co c~~~c=o á

Bottom Pad Grounded

Cx Cx FLAS H
UNIT PAD @ no bias D.F. @ 6kV V B

_____  _____  

(pF) ( % )  (pF) (kV)

- - A 23.7 0.19 16.6 .9.4 O.K.
B 69.0 0.69 48.3 6.0 N/A

1 c 65.7 0.64 46.0 9.0 FAIL
£ D 23.6 0.22 16.5 9.0 FAIL

E 57.4 0.59 40.2 12.4 O.K.
F 65.3 0.57 45.7 8.2 N/A

A 23.0 0.17 16.1 15.0 O.K .
B 63.7 0.48 44.6 9.0 N/A

r 2 C 64.0 0.42 44.8 10.6 O.K.
• D 23.5 0.13 16.5 8.6 N/A

E 56.2 0.35 39.3 10.6 O.K.
F 68.2 0.39 47.7 9.0 O.K .

I TABLE 4

I
1
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